Test Methods

English Units Metric Units
Test ASTM Test Value Units Value Units
Flexural Strength D6109-97 1355 PSI 95 Kg/em’
Flexural Modulus D6109-97 95939 PSI 6744 Kg/cm’
Compression Strength D6108-97 1420 PSI 100 Kg/em’
Compression Modulus D6108-97 51000 PSI 3585 Kg/em’
Specific Gravity D6111-97 0.861 g/cc 0.861 glce
Flash point 644 DegF 340 Deg C
Moisture Absorption 0.06 % by Weight 0.06 % by Weight
Thermal Expansion D6341-98 0.000055 | Inch/Inch/Deg F
Average Nail pull out D6117-97 504 Lbs
Static coefficient of Friction -Dry | D2394-83(99) A8
Static coefficient of Friction -Wet | D2394-83(99) 40
Sliding coefficient of Friction - D2394-83(99) 22
Dry
Sliding coefficient of Friction - D2394-83(99) 43
Wet
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